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Abstract: The greatest challenge in graphene-based material synthesis is achieving large surface
area of high conductivity. Thus, tuning physico-electrochemical properties of these materials is of
paramount importance. An even greater problem is to obtain a desired dopant configuration which
allows control over device sensitivity and enhanced reproducibility. In this work, substitutional
doping of graphene oxide (GO) with nitrogen atoms to induce lattice–structural modification of GO
resulted in nitrogen-doped reduced graphene oxide (N-rGO). The effect of doping temperatures and
various nitrogen precursors on the physicochemical, optical, and conductivity properties of N-rGO is
hereby reported. This was achieved by thermal treating GO with different nitrogen precursors at
various doping temperatures. The lowest doping temperature (600 ◦ C) resulted in less thermally
stable N-rGO, yet with higher porosity, while the highest doping temperature (800 ◦ C) produced the
opposite results. The choice of nitrogen precursors had a significant impact on the atomic percentage
of nitrogen in N-rGO. Nitrogen-rich precursor, 4-nitro-o-phenylenediamine, provided N-rGO with
favorable physicochemical properties (larger surface area of 154.02 m2 g−1 ) with an enhanced
electrical conductivity (0.133 S cm−1 ) property, making it more useful in energy storage devices. Thus,
by adjusting the doping temperatures and nitrogen precursors, one can tailor various properties
of N-rGO.
Keywords: reduced graphene oxide; nitrogen-doping; chemical vapor deposition; physicochemical
properties; optical properties; electrical conductivity

1. Introduction
Functionalization of carbon-based materials, such as graphene and carbon nanotubes for different
purposes, is gaining a lot of attention in the field of material science. This interest arises because
of their low cost, unique stable physicochemical properties, and broad applications. The former
includes energy-harvesting devices [1], supercapacitors [2], sensors [3], field-effect transistors [4]
and medical uses [5]. Certain extrinsic properties, such as electrical conductivity, high chemical
stability, and a zero band-gap, enable some carbon-based materials to perform as semi-metals and
semi-conductors [6]. Graphene, for instance, has a zero band-gap which needs to be manipulated for
use in various applications such as solar cells. When graphene is chemically doped, it can change one
absorbed photon and cause an increase in power conversion efficiency of solar cells [7]. However,
graphene is a transparent material with a low coefficient of light absorption. Therefore, when graphene
is applied in solar cells, it tends to produce a lower power conversion efficiency than solar cells based
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on heteroatom-doped graphene [7]. Thus, creating a well-tuned and sizeable band-gap to improve the
coefficient of light absorption of graphene is a great challenge but with enormous interest.
The band-gap of graphene can be tuned by altering the surface chemistry through substitutional
doping [8]. This can be achieved using selected heteroatoms to tune and enhance the band structure
and conductivity [9,10]. Various heteroatoms that have commonly been employed in substitutional
doping include boron [11–13] and nitrogen [14–16]. This is because they possess similar atomic radii
and sizes to carbon and impact interesting electron chemistry within the graphene framework [17].
These heteroatoms have a significant effect on the electrical properties of graphene which is shown
by a p-type conductivity for boron whereas nitrogen results in n-type conductivity [18]. In the
case of strong p-type doping, it can be conferred by the interaction with the environment, hence,
nitrogen-doping does not always confer n-type conductivity unless graphene is encapsulated [19].
The nitrogen atom is mostly used in chemical doping of graphene or graphene oxide (GO). This is
because nitrogen atom acts as defect site in the crystal structure of graphene and these defective centers
can enhance the electrochemical activity of graphene or GO [20].
Nitrogen-doping suppresses the density of state of graphene near the Fermi level and results
to band-gap opening. Furthermore, nitrogen-doping tends to introduce strong electron donor states
and leads to n-type or p-type semiconductor behavior depending on the bonding configuration.
The conductivity and carrier mobilities of nitrogen-doped graphene are lower than pristine graphene
due to the presence of nitrogen atom and defects introduced during the nitrogen-doping process
which are capable of functioning as scattering centers that hinder the electron or hole transport [21].
Boron-doping in graphene, results in a p-type doping and is also highly favorable. This is because
B-C bond is about 0.5% longer than the C-C bond while N-C bond is about the same as C-C bond
in length, enabling formation of relaxed structure of boron-doped graphene. Boron-doping tends
to introduce more holes into the valence band of graphene resulting in a high carrier concentration.
Boron-doped graphene is reported to have high conductivity compared to pristine graphene [22] and
nitrogen-doped graphene [23], due to the large density of state near the Fermi level.
Doping GO with nitrogen, results in nitrogen-doped reduced graphene oxide (N-rGO). The ideal
physicochemical properties of N-rGO for optoelectrical applications include a large surface area and
high chemical stability. These physicochemical properties of N-rGO can be significantly enhanced
by improving the atomic percentage of nitrogen [24] and the bonding configuration [25]. Various
bonding configurations of nitrogen in N-rGO have been reported, e.g., pyrrolic-N [25], pyridinic-N [26],
quaternary-N [27,28] and oxide-N [29]. These bonding configurations impart various effects on the
carrier concentration which tend to produce well-defined band structures in doped GO [30].
The mechanism of formation of N-rGO is still a fascinating phenomenon because it is not well
understood and there is more that can be done to manipulate it. Therefore, synthetic procedures
for N-rGO need a certain level of control regarding the required extent of doping and the bonding
configuration of nitrogen. Different synthetic approaches have been employed in the in-situ synthesis
of N-rGO, such as arc discharge [31], plasma method [32], thermal annealing [33] and chemical vapor
deposition (CVD) [34,35]. The CVD approach is mostly preferred because it is easier to scale-up and
produces relatively high-quality N-rGO. Scientific reports on the synthesis of N-rGO via the CVD
approach indicate that the mostly used materials are metal catalyst (Cu, Ni, Co or Fe) [36,37] and
organic molecules [38].
In the CVD synthesis of N-rGO, several factors including the type of carrier gas, doping temperature
and nitrogen precursor (used either as a solid, liquid or in the gaseous phase), influence the nitrogen
content and properties of the final product [39,40]. Nang et al. [41] and Panchakarla et al. [42] reported
the use of dimethylformamide and pyridine, respectively, as liquid nitrogen precursors for the synthesis
of N-rGO, with the former achieving a very low nitrogen content of 0.64%. The drawback of liquid
nitrogen precursors is that they are expensive, dangerous, and highly flammable when used in the
CVD method.
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The alternative to liquid and gaseous nitrogen precursors is solid nitrogen precursors. The use
of Materials
solid nitrogen
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Co., Durban, South Africa. Weighing of N-rGO was done on an electronic weighing balance, Mettler
AE 200, Mundelein, IL USA. Ultrasonication was performed in a digital ultrasonic water bath (400 W)
obtained from Shalom Laboratory Supplies, Durban, South Africa.
2.2. Synthesis of N-rGO
A modified Hummer’s method was used to synthesize GO [47]. In brief, approximately 1 g of
graphite powder and 1 g of sodium nitrate were mixed with 50 mL of concentrated sulfuric acid in
a 500 mL round-bottom flask placed in an ice-bath and stirred for 30 min. After that, 6 g of potassium
permanganate was added slowly to the mixture with the temperature kept at 5 ◦ C to prevent explosion
and excessive heating. Thereafter, the mixture was stirred for 3 h at a temperature of 35 ◦ C and then
further treated with 200 mL of 3% hydrogen peroxide while stirring for 30 min. The resulting GO was
washed with double distilled water until a pH of 6 was achieved. The product was then filtered and
dried in the oven for 24 h at a temperature of 80 ◦ C.
The synthesized GO was simultaneously reduced (using 10% hydrogen in argon as a reducing
agent) and doped with different nitrogen precursors, namely 4-nitroaniline, 4-aminophenol and
4-nitro-o-phenylenediamine. This was done by mixing 70 mg of GO and 30 mg of nitrogen precursor
in 50 mL double distilled water, followed by sonication (25 ◦ C) for 1 h. The mixture was further stirred
and heated for 6 h at a temperature of 100 ◦ C to remove the excess water. After drying, the resulting
black solid was heat-treated in a ceramic quartz boat placed in a tube furnace (Elite Thermal Systems
Ltd., Model TSH12/50/160) in a mixture of 10% hydrogen in argon (v/v) at a flow rate of 100 mL min−1 .
The doping temperature of the furnace was set at each of 600, 700 and 800 ◦ C, for each nitrogen
precursor. The carrier gas flow rate and the doping temperature were maintained constant throughout
the synthesis period of 2 h. After 2 h, the furnace was allowed to cool naturally to room temperature
and N-rGO was collected and subsequently characterized.
2.3. Physicochemical Characterization
The surface morphology of N-rGO was investigated by field emission scanning electron microscopy
(FE-SEM, Carl Zeiss Ultra Plus, Cambridge, UK). Briefly, the aluminum stub sample holders were
coated with piece of a sticky carbon tape; after that the N-rGO was sprinkled on the carbon tape and
gold coated thrice before SEM analysis. The microstructural features of the N-rGO were evaluated by
means of high-resolution–transmission electron microscopy (HR-TEM, JOEL JEM model 1010, Peabody,
MA, USA), and set at an accelerating voltage of 100 kV at different magnifications.
The crystallinity or graphitic nature of the N-rGO was investigated with a Delta Nu Advantage
TM
532 Raman spectrometer (Laramie, WY, USA) equipped with NuSpecTM software (1.0., Microsoft
Publisher, Redmond, WA, USA) and operated at a wavelength (λ) of 514.5 nm. The functional groups
present in the N-rGO were investigated with a PerkinElmer Spectrum 100 Fourier transform infrared
(FTIR) spectrometer (Akron, OH, USA) equipped with an attenuated total reflectance (ATR) accessory.
Approximately 0.22 g of the N-rGO was pressed into a pellet for about 2 min, under a pressure of
10 Tons. The pellets were then placed on the diamond crystal for analysis.
The thermal stability of N-rGO was measured with a TA Instruments Q seriesTM thermal analysis
instrument (DSC/thermogravimetric analysis (TGA) (SDT-Q600), New Castle, PA, USA) in air flowing
at a rate of 50 mL min−1 and heated from room temperature up to 1000 ◦ C at a ramping rate of 10 ◦ C
min−1 . N-rGO were further characterized by X-ray photoelectron spectroscopy (XPS, Quantum 2000
with an X-ray source of monochromatic Al Kα (1486.7 eV), Chanhassen, MN, USA) to investigate the
surface chemical composition of carbon and nitrogen.
A Micromeritics Tristar II 3020 surface area and porosity analyzer (Norcross, GA, USA) was used
to determine the textural properties of N-rGO. Typically, a mass of approximately 0.1 g of N-rGO
was degassed at 90 ◦ C for 1 h, the temperature was then raised to 160 ◦ C and the sample further
degassed for 12 h using Micromeritics Vacprep 061 (sample degas system), before fitting N-rGO in the
Micromeritics Tristar II instrument for analysis. The textural properties of the N-rGO were investigated
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at a temperature of −196 ◦ C with N2 as the adsorbate. The specific surface areas were calculated with
the Brunauer, Emmett and Teller (BET) model and the pore volumes were obtained by applying the
Barrett-Joyner-Halenda (BJH) model.
The phase characteristics of the synthesized N-rGO were determined by X-ray powder diffraction
(XRD, Rigaku/Dmax RB, The Woodlands, TX, USA) and the measurements were performed with
graphite monochromated high-density with a θ-θ scan in locked coupled mode, using a Cu kα
radiation source (λ = 0.15406 nm). The absorbance of N-rGO was recorded with an ultraviolet-visible
spectrophotometer (UV-Vis, Shimadzu, UV-1800, Roodepoort, South Africa). The GO and N-rGO were
first dispersed in absolute ethanol and then sonicated for 30 min before UV-Visible spectrophotometric
analysis. Charge recombination analysis of N-rGO was investigated with a PerkinElmer LS 55
spectrofluorometer (Akron, OH, USA) fitted with solid sample accessory. Excitation was performed at
310 nm, and the emission spectrum recorded from 450 to 550 nm with an excitation slit and emission
slit at 5 nm and 2 nm, respectively (slid position). Electrical conductivity of N-rGO was determined by
four-point probe (Keithley 2400 source-meter, Beaverton, OR, USA) measurements which were carried
out on pellets with a thickness of 0.2 mm formed from N-rGO (0.03 g).
3. Results and Discussion
The physicochemical characteristics of N-rGO synthesized with different nitrogen precursors and
at different doping temperatures of 600, 700 and 800 ◦ C are presented. Both factors influence the level
of nitrogen-doping, morphology, crystallinity, thermal stability, optical, and electrical conductivity
properties of N-rGO.
3.1. Morphology
The nitrogen atoms from the different nitrogen precursors were successfully introduced into the
GO lattice. N-rGO synthesized from: 4-aminophenol is represented by N-rGO-1N, 4-nitroaniline is
represented by N-rGO-2N while 4-nitro-o-phenylenediamine is represented by N-rGO-3N. N-rGO in
the SEM images showed a thick and overlapping sheet structure (Supplementary Materials—Figure
S1). This was attributed to flake-like structures. A similar observation for SEM images of N-rGO
was reported by Jiang et al. [48]. Further details of the structures were evaluated by HR-TEM.
For comparison, Figure 2 presents the HR-TEM images and the selected area electron diffraction
(SAED) patterns of GO and N-rGO. Both GO and N-rGO exhibited a wrinkled structure (Figure 2a),
which increased after doping (Figure 2c). The more wrinkled structure in N-rGO is caused by the
stimulation of defects such as pores, holes and cavities which were introduced during the process
of doping [49]. The different doping temperatures and nitrogen precursors revealed no effect on the
morphology of N-rGO.
The SAED patterns recorded to study the crystalline structures of GO and N-rGO revealed two
diffraction rings which were associated with the (002) and (100) planes for both GO (Figure 2b) and
N-rGO (Figure 2d). The presence of hexagonal diffraction spots in the electron diffraction pattern
observed, indicates that N-rGO has a well-ordered structure while the occurrence of structural distortion
after doping as revealed by the ring-like diffraction pattern. The observed disorder might be due to the
introduction of functional groups, and the overlapping graphene sheets [50]. The diffraction spots in
hexagonal positions in N-rGO are reflective of the preservation of the original honey-comb-like atomic
structure of graphene [51]. The GO also shows a ring-like structure (distortion) which is due to ring
spacing (Figure 2b).
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The different interlayer spacings (d002 spacing) on the edge of GO and at the cross-sections of
layers of N-rGO as observed in the HR-TEM images (Figure 3a,b) showed that the carbon atom
layers were not identical; this is indicative that the N-rGO consists of few-layers of graphene sheets
(Table 1). After nitrogen-doping, the d002 spacing was found to decrease. For example, the d002
spacing of N-rGO-1N-600 °C was found to be 0.37 nm which is smaller than that of GO (0.47 nm).
The decrease in d002 spacing after nitrogen-doping was attributed to the reduction of oxygen
functional groups such as carboxyl, epoxy and hydroxyl groups [52].
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Table 1. Comparison of the d002 interlayer spacing of GO and N-rGO synthesized at different
temperatures and with different nitrogen precursors.

Sample
GO
N-rGO-1N-600 °C
N-rGO-1N-700 °C
N-rGO-1N-800 °C
N-rGO-2N-600 °C
N-rGO-2N-700 °C
N-rGO-2N-800 °C

Interlayer Spacing/nm
0.47 ± 0.03
0.39 ± 0.01
0.40 ± 0.02
0.44 ± 0.02
0.38 ± 0.01
0.39 ± 0.01
0.40 ± 0.02
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Table 1. Comparison of the d002 interlayer spacing of GO and N-rGO synthesized at different
temperatures and with different nitrogen precursors.
Sample

Interlayer Spacing/nm

GO
N-rGO-1N-600 ◦ C
N-rGO-1N-700 ◦ C
N-rGO-1N-800 ◦ C
N-rGO-2N-600 ◦ C
N-rGO-2N-700 ◦ C
N-rGO-2N-800 ◦ C
N-rGO-3N-600 ◦ C
N-rGO-3N-700 ◦ C
N-rGO-3N-800 ◦ C

0.47 ± 0.03
0.39 ± 0.01
0.40 ± 0.02
0.44 ± 0.02
0.38 ± 0.01
0.39 ± 0.01
0.40 ± 0.02
0.36 ± 0.01
0.38 ± 0.01
0.39 ± 0.01

The d002 spacing of N-rGO varied with different doping temperatures and nitrogen precursors
used. The d002 spacing was found to increase with an increase in doping temperature. For instance,
N-rGO-1N-600 ◦ C, N-rGO-1N-700 ◦ C and N-rGO-1N-800 ◦ C have d002 spacings of 0.39, 0.40 and 0.44 nm,
respectively. The smaller d002 spacing observed at a lower doping temperature (600 ◦ C) is attributed
to structural strains and the less crystalline nature of N-rGO. A larger d002 spacing was observed for
N-rGO-1N synthesized from the nitrogen precursor, 4-aminophenol, at 800 ◦ C. The interlayer spacing
increased due to the distortion introduced by the inclusion of nitrogen. Such intercalation structural
distortion has been widely reported for different carbon nanomaterials, such as carbon nanotubes [53].
Therefore, Raman spectroscopy was further used to investigate the effect of various temperatures and
nitrogen precursors on the graphitic nature (structural properties) of N-rGO.
3.2. Structural Properties
The structural and electronic properties of N-rGO were investigated by Raman spectroscopy.
Two major peaks were observed, namely the G-band peak (between 1580 and 1606 cm−1 ) which
originates from the Raman E2g mode, and the D-band peak (between 1347 and 1363 cm−1 ) which is the
disorder-induced band. The intensities of the D-band of N-rGO-3N-600 ◦ C and N-rGO-3N-700 ◦ C;
and the G-bands of N-rGO-1N-600 ◦ C and N-rGO-1N-700 ◦ C, are of the same value (Table 2). However,
their ID /IG ratios are different. This indicates that the nitrogen dopant distribution in N-rGO was not
homogeneous [54].
Table 2. Crystallinity analysis of N-rGO.
Sample

D-Band/cm−1

G-Band/cm−1

ID /IG

I2D /IG

La/nm

GO
N-rGO-1N-600 ◦ C
N-rGO-1N-700 ◦ C
N-rGO-1N-800 ◦ C
N-rGO-2N-600 ◦ C
N-rGO-2N-700 ◦ C
N-rGO-2N-800 ◦ C
N-rGO-3N-600 ◦ C
N-rGO-3N-700 ◦ C
N-rGO-3N-800 ◦ C

1355 ± 1
1354 ± 1
1360 ± 1
1363 ± 1
1357 ± 1
1356 ± 1
1360 ± 1
1355 ± 1
1355 ± 1
1361 ± 1

1601 ± 1
1585 ± 1
1585 ± 1
1575 ± 1
1603 ± 1
1602 ± 1
1601 ± 1
1606 ± 1
1605 ± 1
1602 ± 1

0.82
1.04
0.88
0.86
1.08
1.02
0.85
1.77
1.40
0.88

0.0589
0.0199
0.0212
0.0287
0.0159
0.0207
0.0253
0.0103
0.0197
0.0212

5.37
4.20
5.00
5.11
4.07
4.31
5.37
2.49
3.14
5.00

The G-bands for all N-rGO samples, showed a slight shift in frequency for all doping temperatures.
A shift in the D-band (from 1354 to 1363 cm−1 ) of N-rGO-1N was observed as the doping temperature
increased. This was due to the change in the bond length and symmetry of the C–C and C=C bonds in the
graphene lattice and compressive stress on graphene during the annealing process [55]. The asymmetric
line shape and shift of the G-band (from 1601 to 1606 cm−1 ) of GO and N-rGO-3N-600 ◦ C, may be due
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to the increase in the percentage of nitrogen incorporated. Results showed that the changes in the Dand G-bands are associated with the increase in defects/dopant concentration.
It has been shown that relaxation or the change of lattice constant is highly asymmetric with
lattice constant increasing by 0.32% with 2% in boron substitution and decreases very slightly with N
substitution [42]. Panchakarla et al. [42] have shown that the inter-planar separation reduces by almost
2.7% in B-doped bilayer reduced graphene oxide while it remains almost unchanged in N-doped
bilayers. However, there is a resultant large decrease and a slight increase in frequency shift in G-band
with either B or N substitution. Boron affords a homogeneous distribution as such, disorder or the
number of possible configurations increases with the concentration of dopant atoms and result in more
prominent peaks of the D-band compared to nitrogen. However, G-band stiffens both with boron and
nitrogen-doping and the intensity of the D-band is higher with respect to that of the G-band in all the
doped samples.
The intensities of the G- and D-bands differ, and this is evident in the ID /IG ratio of N-rGO (Table 2).
The ID /IG ratio is an indication of the degree of disorder and graphitic nature of N-rGO. A broader
width of the D-band, narrower width of the G-band and a larger ID /IG ratio, suggest that N-rGO
possesses many defective sites and different bonding structures (e.g., C-O, C-N) in the graphene
lattice [56]. The ID /IG ratios of all N-rGO decreased with increase in doping temperature (from 600
to 800 ◦ C) for the same nitrogen precursor. The larger ID /IG ratios observed at the lowest doping
temperature of 600 ◦ C imply a higher level of disorder (lower crystallinity). The highest doping
temperature of 800 ◦ C resulted in highly crystalline N-rGO because more amorphous products in
N-rGO were reduced. Similar observations were reported by Capasso et al. [57]. Table 2 also shows
the increase in defects upon an increase in nitrogen content (nitrogen precursor) in the graphene oxide
lattice. In the case of N-rGO-3N that was obtained from a nitrogen precursor with the largest number
of nitrogen atoms, a marked shift in the G-band was observed. This due to the increase in nitrogen
atoms introduced in bond formation within the sp2 carbon lattice of the GO. N-rGO-3N samples were
observed to be less crystalline, with ID /IG ratios of 1.77, 1.40 and 0.88 at doping temperatures of 600,
700 and 800 ◦ C, respectively. While other N-rGO-1N and N-rGO-2N samples which were synthesized
from 4-aminophenol and 4-nitroaniline, respectively, were more crystalline.
Apart from the characteristic D-band and G-band, GO and N-rGO have a third peak; 2D-band.
The 2D band represents the second order of the D-band, which is alluded to as an overtone of the
D-band. Its occurrence is due to two phonon lattice vibrational processes; however, it is not associated
with defects, like D-band. Therefore, the 2D-band is regarded as a strong band in graphene even when
there is no presence of the D-band. The observed 2D-band peak of GO had higher intensity compared
to N-rGO, 2D-band. The intensity ratios of the G-band and 2D-band (I2D /IG ratio) have been used to
investigate the electron concentration of the N-rGO. Results showed that the I2D /IG ratio changes as the
number of nitrogen atoms in the graphene lattice increases (Table 2). The different nitrogen precursors
have different nitrogen atoms insertion capacity into rGO thus, the change in I2D /IG .
The ID /IG ratio of all N-rGO tends to increase as the I2D /IG ratio decreases. A similar trend was also
reported by Zafar et al. [54]. This is because N-rGO consists of extra scattering effect that arises from
nitrogen induced electron doping. The 2D band is mostly dependent on the electron/hole scattering
rate which is influenced by lattice and charge carrier doping. Therefore, the ID /IG ratio would increase
the electron-defect elastic scattering rate, while the I2D /IG ratio would increase the electron-electron
inelastic scattering (Coulomb interaction). However, the evaluation of doping level of N-rGO using
the I2D /IG ratio and blue-shifting of G-band is complicated because the G-band and 2D-band features
are greatly affected by strains, defects, and number of layers.
The crystallite size (La) of N-rGO, which depends on the ID /IG ratio, was calculated with the aid
of an equation reported by Mallet-Ladeira et al. [58] (which is an alternative to the Tuinstra–Koenig
(TK) law given in Equation (1):
HWHM = 71 − 5.2 La
(1)
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where HWHM stands for the half width at half maximum which is the half of the full width at
half maximum (FWHM) when the function is symmetric. The crystallite size decreases remarkably
with an increase in the ID /IG ratio of N-rGO. N-rGO synthesized at the lowest temperature (600 ◦ C)
produced N-rGO with smaller crystallite size than that prepared at the highest temperature (800 ◦ C).
The crystallite sizes of N-rGO vary with the type of nitrogen precursor used. A smaller crystallite size
of (2.49 nm) was observed in N-rGO-3N while N-rGO-2N and N-rGO-1N had a crystallite size of 4.07
and 4.20 nm, respectively at 600 ◦ C. The crystallite size of GO (5.37 nm) was larger than that of N-rGO
which indicates that thermal treatment and the type of nitrogen precursor affected the crystallite size of
N-rGO. Previous studies have reported a link between the increase in ID /IG ratio and smaller crystallite
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[61]. The second step was a slow step where the GO continues to decompose, possibly due to the loss
of sp2 carbon atoms in hexagonal structure that occurs between the decomposition temperatures of
320 and 645 °C. The drastic weight loss between 320 and 645 °C is caused by the loss of labile
oxygen-containing functional groups such as hydroxyl and epoxy group due to their bond strength
[62]. The final step exhibits a slower reduction in mass that ends at 1000 °C, signaling complete
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step where the GO continues to decompose, possibly due to the loss of sp2 carbon atoms in hexagonal
structure that occurs between the decomposition temperatures of 320 and 645 ◦ C. The drastic weight
loss between 320 and 645 ◦ C is caused by the loss of labile oxygen-containing functional groups such as
hydroxyl and epoxy group due to their bond strength [62]. The final step exhibits a slower reduction
in mass that ends at 1000 ◦ C, signaling complete decomposition of GO to char.
All N-rGO samples were found to have different decomposition temperatures. The N-rGO
synthesized at the higher doping temperatures (700 and 800 ◦ C) showed no massive mass loss in the
decomposition range of 100–300 ◦ C, revealing the efficient removal of oxygen functional groups during
the thermal process in the synthesis. All the thermograms (Figure 4) showed that N-rGO synthesized
at the highest doping temperature (800 ◦ C) were more thermally stable while samples prepared at the
lowest doping temperature (600 ◦ C) displayed the lower thermal stability. The most stable N-rGO
were synthesized at doping temperature of 800 ◦ C with decomposition temperatures of 591, 577 and
520 ◦ C for N-rGO-1N, N-rGO-2N, and N-rGO-3N, respectively. At a doping temperature of 600 ◦ C,
N-rGO-1N, N-rGO-2N, and N-rGO-3N showed decomposition temperatures of 545, 536 and 488 ◦ C,
respectively. The nitrogen precursor 4-aminophenol produced N-rGO-1N that are more structured
with fewer defects resulting in a higher thermal stability. On the other hand, the other nitrogen
precursors, namely 4-nitroaniline and 4-nitro-o-phenylenediamine produced, N-rGO of lower thermal
stability which suggests that the samples contain a greater extent of nitrogen-doping. There is a distinct
decomposition pattern of N-rGO-2N around 300 to 500 ◦ C which is associated with the removal of
stable functionalities. Similar observation was reported by Khandelwal et al. [63]. The thermal stability
of N-rGO samples correlates to its lower crystallinity, which is supported with microscopic studies and
Raman spectroscopy analysis (Table 2). The thermal stability of N-rGO is also associated with nitrogen
bonding configuration (nitrogen functionalities) in a graphene network. Kumar et al. [64] reported
that pyridinic-N configuration are mostly dominant at lower doping temperatures. However, at higher
doping temperature, graphitic N is more dominant, and this results in more thermal stable N-rGO
(with graphitic N). This is evidence of a temperature-dependent nitrogen configuration doping in
N-rGO. Hence, it is possible to achieve selective configurative nitrogen-doping, a major breakthrough
in tuning physicochemical properties of N-rGO.
3.4. Surface Chemistry
3.4.1. Surface Area and Porosity
The surface areas, pore volumes, and pore size distributions of N-rGO obtained at varying doping
temperatures are shown in Table 3. All as-synthesized N-rGO exhibited different surface areas and
pore volumes/sizes. GO had a surface area of 59.46 m2 g−1 , but after thermal annealing and doping
with nitrogen, the surface area and pore volume increased. Thermal annealing during doping of GO
caused additional exfoliation which resulted in increased surface areas and pore volumes in N-rGO
due to perforations of the sheets [65].
The effect of doping temperatures and nitrogen precursors on the surface areas, pore volumes,
and pore sizes were investigated. It was observed that for all precursors, N-rGO synthesized at the
highest doping temperature (800 ◦ C) had a smaller surface area than N-rGO synthesized at the lowest
doping temperature (600 ◦ C). However, it has been reported that higher doping temperatures during
synthesis of N-rGO create smaller nanocrystalline graphene sheets, porous structures, large surface
areas and more defects [66]. In this work, the low surface area is caused by the collapse of the carbon
skeleton structure during the annealing process, therefore reducing the surface area of N-rGO.
Apart from doping temperatures, the surface area was also influenced by the nitrogen content
in N-rGO. The largest surface area (154.02 m2 g−1 ) was observed for the nitrogen precursor
4-nitro-o-phenylenediamine (N-rGO-3N-600 ◦ C) while the smaller surface area (65.05 m2 g−1 ) was
obtained for N-rGO-1N-800 ◦ C which was synthesized from 4-aminophenol. The high surface area
in N-rGO-3N and N-rGO-2N may suggest a high percentage of pyridinic-N site in these N-rGO [67].
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A good trend of BET surface area and pore sizes was observed in N-rGO samples. This illustrated
that the surface area and pore volume increase with an increase in nitrogen content of N-rGO. This is
because of the formation of extra pores on the surface of GO after doping, which is associated with
extra exfoliation and perforation on the sheets [49,68].
Table 3. A comparison of the surface areas and porosities of N-rGO synthesized at different temperatures
and with different nitrogen precursors.
Sample

Surface Area/m2 g−1

Pore Volume/cm3 g−1

Pore Size/nm

GO
59.46
0.0564
11.39
N-rGO-1N-600 ◦ C
87.52
0.1876
15.11
Materials 2019, 12, x FOR
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3.4.2. Functional Groups
N-rGO and GO were characterized by means of FTIR spectroscopy to investigate the effect of
doping temperatures and nitrogen precursors on the functional groups present in the N-rGO. The
FTIR spectral patterns of all the N-rGO samples were used to identify the presence of different
functional groups, by comparison with that of GO (Figure 6).
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synthesized N-rGO samples contained different compositions carbon, oxygen and nitrogen (Table
4). The highest doping temperature for each nitrogen precursor produced N-rGO with a lower
nitrogen content, while the lowest doping temperature resulted in largest nitrogen content for all
nitrogen precursors. Thus, a doping temperature of 600 °C was found to be the best temperature for
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synthesized N-rGO samples contained different compositions carbon, oxygen and nitrogen (Table 4).
The highest doping temperature for each nitrogen precursor produced N-rGO with a lower nitrogen
content, while the lowest doping temperature resulted in largest nitrogen content for all nitrogen
precursors. Thus, a doping temperature of 600 ◦ C was found to be the best temperature for the
nitrogen-doping of GO. A similar trend was reported by Song et al. [56] where GO was doped by
hydrothermal treatment with ammonia as the nitrogen precursor at doping temperatures of 160, 190,
220, 250 and 280 ◦ C. Thus, the largest nitrogen content occurred at a doping temperature of 160 ◦ C.
Table 4. Elemental composition of N-rGO.
Sample
GO
N-rGO-1N-600 ◦ C
N-rGO-1N-700 ◦ C
N-rGO-1N-800 ◦ C
N-rGO-2N-600 ◦ C
N-rGO-2N-700 ◦ C
N-rGO-2N-800 ◦ C
N-rGO-3N-600 ◦ C
N-rGO-3N-700 ◦ C
N-rGO-3N-800 ◦ C

Elemental Analysis
Nitrogen/%

Oxygen/%

8.351 ± 5
7.053 ± 5
6.982 ± 5
10.204 ± 5
7.697 ± 5
7.490 ± 5
15.431 ± 5
11.981 ± 5
9.578 ± 5

42.985 ± 5
1.496 ± 5
1.255 ± 5
0.464 ± 5
0.789 ± 5
0.613 ± 5
0.239 ± 5
3.475 ± 5
3.029 ± 5
1.082 ± 5

Varying the nitrogen precursors was found to influence the level of doping of N-rGO.
4-nitro-o-phenylenediamine which contains the most nitrogen atoms in its structure (3 N atoms
per molecule), resulted in a high nitrogen content than for the other nitrogen precursors. The nitrogen
content of N-rGO-3N synthesized from 4-nitro-o-phenylenediamine at temperatures of 600, 700 and
800 ◦ C was 15.431, 11.981 and 9.578%, respectively. As the nitrogen content in N-rGO increased,
the oxygen content was also found to increase. The decrease in oxygen content from a doping
temperature of 600 to 800 ◦ C was attributed to deoxygenation in N-rGO. A higher oxygen content was
observed in the N-rGO-3N-600 ◦ C. This is because 4-nitro-o-phenylenediamine contains more oxygen
atoms in its structure than the other precursors, therefore, during the doping process, oxygen was
also introduced. A correlation was observed between the crystallinity and elemental composition of
N-rGO. Less crystalline N-rGO was found to contain a higher nitrogen content. This is exemplified by
N-rGO-3N-600 ◦ C with a greater density of defects (high ID /IG ratio) and nitrogen content. An increase
in nitrogen-doping also resulted in a decrease of crystallite size (Table 2). This is consistent with the
findings reported by Zhang et al. [72].
The nitrogen bonding configuration in N-rGO affects the electronic properties [73]. Thus,
the incorporation of nitrogen in GO and the C-N bonding configurations were investigated by means
of XPS (Figure 7). The trend in nitrogen content observed from the XPS analysis correlates with the
results obtained from elemental analysis (Table 4). The C 1s and N 1s peaks in N-rGO appear at about
284 and 400 ± 0.1 eV, respectively. The C 1s spectra (Supplementary Materials–Table S1) of N-rGO
synthesized from different nitrogen precursors show a slight shift in the binding energies of the peaks
that correspond to C=C, C-N, C-O, carboxylate (O=C-O) and carbonyl (C=O) bonds. Zhang et al. [74]
and Sheng et al. [75] reported that the C-O bonding configuration disappears after the doping and
annealing process. However, this was not the case here since the C-O bonding peak remained, and this
indicates that most oxygen groups in N-rGO were not completely removed. N-rGO-3N-600 ◦ C showed
C, O, and N peaks with percentage compositions of 81.5, 9.5 and 8.5%, respectively. N-rGO-3N-600 ◦ C
had a higher nitrogen content and lower carbon and oxygen content than N-rGO-1N-600 ◦ C and
N-rGO-2N-600 ◦ C.
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3.5. Phase Composition
The structure
and phase compositions of all N-rGO were investigated by powder-XRD. The
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The structure and phase compositions of all N-rGO were investigated by powder-XRD. The X-ray
presented in Figure 8. In the case of GO a diffraction peak was observed at 13.8° (2θ). However, all
diffractograms of GO, N-rGO-1N-600 ◦ C, N-rGO-2N-600 ◦ C and N-rGO-3N-600 ◦ C are presented in
the samples with nitrogen are devoid of this peak at 2θ = 13.8°. This may be due to the deoxidization
Figure 8. In the case of GO a diffraction peak was observed at 13.8◦ (2θ). However, all the samples with
of oxygen-containing functional groups in the N-rGO structure. The (004) diffraction peak indicates
nitrogen are devoid of this peak at 2θ = 13.8◦ . This may be due to the deoxidization of oxygen-containing
the crystallinity of the synthesized GO and N-rGO. The diffractograms of N-rGO-1N-600 °C,
functional groups in the N-rGO structure. The (004) diffraction peak indicates the crystallinity of
N-rGO-2N-600 °C and N-rGO-3N-600 °C have a broad diffraction peak at 25.1°, 25.5° and 25.6°,
the synthesized GO and N-rGO. The diffractograms of N-rGO-1N-600 ◦ C, N-rGO-2N-600 ◦ C and
respectively, indicating a high graphitic degree. The nitrogen-rich sample, N-rGO-3N-600 °C have a
N-rGO-3N-600 ◦ C have a broad diffraction peak at 25.1◦ , 25.5◦ and 25.6◦ , respectively, indicating a high
higher shift of the 2θ angle compared with N-rGO-1N-600 °C and N-rGO-2N-600 °C. The 2θ angle
graphitic degree. The nitrogen-rich sample, N-rGO-3N-600 ◦ C have a higher shift of the 2θ angle
shift may be caused by strain, stress, defects, and dislocation induced in the crystal lattice during
compared with N-rGO-1N-600 ◦ C and N-rGO-2N-600 ◦ C. The 2θ angle shift may be caused by strain,
nitrogen-doping.
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◦
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N-rGO-2N-600 C
N-rGO-2N-600◦ °C
N-rGO-3N-600 C
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◦
2θ/
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13.8
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25.1
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25.5
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hkl
2.12
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7.8
10.8
10.8
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the broad (002) peak and decrease in crystallinity in N-rGO-3N-600 ◦ C is due to the increased nitrogen
content. Increasing the nitrogen content causes an increase in structural strain of N-rGO-3N-600 ◦ C,
thus resulting in enhanced surface defects of the graphite layer which probably led to broadening of the
FWHM of the peak. The increase if FWHM observed concurred with the decrease in thermostability
from TGA analysis (Figure 4). These changes also correspond to the variations in lattice distortions
and d002 spacings. For example, the d002 spacing of GO (0.640 nm) was larger than those of N-rGO and
this correlates with the increase in nitrogen content. N-rGO-3N-600 ◦ C with a higher nitrogen content
of 8.5% had a d002 spacing of 0.182 nm, while a lower nitrogen content (3.0%) in N-rGO-1N-600 ◦ C
resulted in a d002 spacing of 0.186 nm. The d002 spacings of the N-rGO samples obtained from XRD
correspond with those determined from HR-TEM analysis (Table 1). Hence, it can be concluded that
nitrogen-doping has an influence on the d002 spacing. The crystallite sizes of the synthesized N-rGO
also tend to decrease with a higher nitrogen content in N-rGO, which indicates an increase in the
number of defects induced. These observations of crystallite size (XRD) correlate with the calculated
crystallite sizes from Raman spectroscopy (Table 2). N-rGO-3N-600 ◦ C had a smaller crystallite size
(0.75 nm) than either GO or the other N-rGO (N-rGO-1N and N-rGO-2N).
3.6. Optical Properties
The optical properties of the N-rGO were investigated by UV-Vis spectrophotometry. From the
work reported by Loryuenyong et al. [79], the maximum absorption wavelength of GO was reported
to be around 230–270 nm. In Figure 9, GO exhibited a maximum absorption peak at 234 nm that is
associated with π-π* and n-π* transitions of C=C and C=O bonds, respectively [80]. In contrast, N-rGO
shows an absorption peak at 262–275 nm. The shift to a longer wavelength indicates the deoxygenation
and restoration of the electronic π-conjugation of GO [81]. The peaks between 260–275 nm in the N-rGO
spectra are attributed to π-π* transitions of the double bonds. The introduction of more lone electrons
creates more n-π* transitions which has a tendency of shifting absorption longer wavelength (since
energy is inversely proportional to the wavelength). This shows a characteristic of sp2 hybridization
bands and lone pairs of nitrogen. A significant increase in absorbance was noted which shifted
towards the visible light range as the nitrogen content increases. This shift also enables N-rGO to
have better capability of light-harvesting compared with GO. This is because freer electrons are easier
to excite than bound (π-electrons) and therefore π-π* are fewer than n-π*, hence the shift to longer
wavelength, a phenomenon which is required for light-harvesting. Mohamed et al. [82] reported that
heteroatom-doped graphene with an absorption frequency ranging from 300–650 nm had limited
photocatalytic activity resulting in a lower light-harvesting capability. The nitrogen-rich18sample
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In the Tauc plot for N-rGO and GO (Figure 9b), N-rGO exhibited two absorption edges which
correspond to rGO. The optical band gaps obtained from the Tauc plots are: 5.9 eV for GO, 6.2 eV for
N-rGO-1N-600 °C, 4.4 eV for N-rGO-2N-600 °C and 3.5 eV for N-rGO-3N-600 °C. The optical
band-gap (Table 6) was also recalculated by the Planck’s quantum equation to confirm the trend
displayed in the Tauc plots. N-rGO-3N-600 °C showed a slight decrease in energy band-gap (4.5 eV).

Materials 2019, 12, 3376

18 of 25

In the Tauc plot for N-rGO and GO (Figure 9b), N-rGO exhibited two absorption edges which
correspond to rGO. The optical band gaps obtained from the Tauc plots are: 5.9 eV for GO, 6.2 eV for
N-rGO-1N-600 ◦ C, 4.4 eV for N-rGO-2N-600 ◦ C and 3.5 eV for N-rGO-3N-600 ◦ C. The optical band-gap
(Table 6) was also recalculated by the Planck’s quantum equation to confirm the trend displayed in the
Tauc plots. N-rGO-3N-600 ◦ C showed a slight decrease in energy band-gap (4.5 eV). While N-rGO
with a lower nitrogen content; i.e., N-rGO-1N-600 ◦ C and N-rGO-2N-600 ◦ C had a band-gap of 4.8 and
4.6 eV, respectively.
Table 6. Energy band-gap of N-rGO from a doping temperature of 600 ◦ C obtained from Planck’s
quantum equation.
Sample

Wavelength/nm

Band-Gap Energy/eV

GO
N-rGO-1N-600 ◦ C
N-rGO-2N-600 ◦ C
N-rGO-3N-600 ◦ C

234
262
271
275

5.3
4.8
4.6
4.5

The decrease in band-gap energies of N-rGO may be due to compensation of the band-gap states
associated with the incorporation of dopant atoms, and this resulted in the Fermi level moving up in
the direction of the conduction band edge [83]. This implies that a higher nitrogen content in N-rGO
induces a lower rate of electron hole (e− /h+ ) recombination, than for N-rGO with a lower nitrogen
content. The large band gaps for N-rGO-1N-600 ◦ C and N-rGO-2N-600 ◦ C indicate that lower nitrogen
content may not be ideal for light-harvesting. Smaller band-gap energies can lead to enhancement of
visible light trapping than larger band-gap energies. The e- /h+ recombination of N-rGO was therefore
- +
investigated
by xphotoluminescence
Materials 2019, 12,
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corresponds to the decrease density of pyrrolic-N. However, the increased density of pyridinic-N
may be correlated with the decrease of non-radiative recombination. N-rGO-1N-600 °C with a lower
nitrogen content had a higher photoluminescence peak intensity while N-rGO-3N-600 °C with a
higher nitrogen content was of lower intensity This further suggests that N-rGO-3N-600 °C has a
lower rate of a e-/h+ recombination.
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decrease density of pyrrolic-N. However, the increased density of pyridinic-N may be correlated with
the decrease of non-radiative recombination. N-rGO-1N-600 ◦ C with a lower nitrogen content had
a higher photoluminescence peak intensity while N-rGO-3N-600 ◦ C with a higher nitrogen content was
of lower intensity This further suggests that N-rGO-3N-600 ◦ C has a lower rate of a e- /h+ recombination.
3.7. Electrical Conductivity Properties
To study the effect of nitrogen content on the electrical conductivity of N-rGO, the current–voltage
(I–V) characteristics (Figure 11). All the N-rGO samples exhibited a linear I-V relationship. However,
the I-V slope of GO sample is almost close to zero. This is due to high oxygen content (oxygen functional
group) which cause GO to behave like an insulating material [86]. Generally, the structure of GO is
amorphous because of distortions from the sp3 -oxygen (C–O–C, C–OH, and COOH). Additionally,
because of the random dispersion, the sp2 -hybridized benzene rings are isolated by sp3 -hybridized rings,
in this way prompting the insulating characteristics. In the case of N-rGO, the I–V slope significantly
increased, demonstrating that the electrical conductivity of N-rGO was enhanced. The enhanced
electrical
conductivity
canREVIEW
be attributed to reduction of oxygen functional groups and restoration
Materials 2019,
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where V is the voltage, I is the current, and t is the sheet thickness. The obtained ρ was then used in
where V is the voltage, I is the current, and t is the sheet thickness. The obtained ρ was then used in
the estimation of electrical band-gap (Eg) given Equation (3).
the estimation of electrical band-gap (Eg ) given Equation (3).
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where k is the Boltzmann constant (0.000086 eV/K) and T is the temperature in Kelvin. It was
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dopant concentration a pyrrolic-N configuration is dominant a higher conjugation on average is
expected and therefore much lower electrical band-gap compared to the pyridinic configuration at
the same temperature.
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conductive regimes. This can be attributed to dominant N configuration, doping concentration,
and the respective temperatures. At 700 ◦ C doping temperature and much lower dopant concentration
a pyrrolic-N configuration is dominant a higher conjugation on average is expected and therefore
much lower electrical band-gap compared to the pyridinic configuration at the same temperature.
Table 7. Effect of nitrogen-doping temperature on electrical band-gap of N-rGO.
Sample

Resistivity/Ω mm−1

Conductivity/mmS
m−1

Band-Gap/eV

GO
N-rGO-1N-600 ◦ C
N-rGO-2N-600 ◦ C
N-rGO-3N-600 ◦ C
N-rGO-1N-700 ◦ C
N-rGO-2N-700 ◦ C
N-rGO-3N-700 ◦ C
N-rGO-1N-800 ◦ C
N-rGO-2N-800 ◦ C
N-rGO-3N-800 ◦ C

7.89
4.92
4.63
5.00
3.29
5.04
4.93
4.59
8.03
4.63

0.127
0.203
0.216
0.200
0.304
0.198
0.203
0.218
0.125
0.216

3.240
2.500
2.403
2.526
1.866
2.538
2.502
2.392
3.269
2.405

The electrical conductivities are shown in Table 8, obtained from four-point probe measurements,
this is exhibiting an increase in conductivity with an increase in nitrogen content. N-rGO-3N-600 ◦ C
sample exhibited the highest electrical conductivity and excellent ultra-low electrical resistivity. So far,
the mechanism of enhancement of electrical conductivity of N-rGO is not yet understood. It is believed
that the interaction of N-C and interfacial structure are key variables of controlling the electrical
conduction. The high electrical conductivity in N-rGO-3N-600 ◦ C may be attributed the restoration
π-electrons conjugated network in graphene, prompting to more formation of percolation pathways
within the sp2 carbon atoms. The dominant nitrogen bonding configuration in N-rGO-3N-600 ◦ C is
pyridinic-N, which allows electron within π-graphene structure, lower stone-wall defects, creating high
electron percolation pathways and quite conduction gap, hence, enhanced conductivity. Therefore,
N-rGO-3N-600 ◦ C that was synthesized have basal pyridinic-N than edge substitution, due to the
availability of electrons within conduction space, elevating the density of state near the Dirac point.
Thus, creates a specialized band around the Dirac point. The created band gives rise to a finite density
of state near the Dirac point and enhance the electrical conductivity. Hence, it can be suggested that the
electrical conductivity of N-rGO might be dependent on the nitrogen content which is incorporated
into the structure of GO. Consequently, N-rGO-3N-600 ◦ C serves as a promising material for various
applications such as electronic and opto-electronic devices.
Table 8. Electrical conductivity of the N-rGO at doping temperature of 600 ◦ C.
Sample

Sheet Resistance/Ω sq−1

Bulk Resistivity/Ω cm

Electrical
Conductivity/S cm−1

GO
N-rGO-1N-600 ◦ C
N-rGO-2N-600 ◦ C
N-rGO-3N-600 ◦ C

9147399.8
8764.1
8768.8
830.5

82894.2
794.6
554.9
7.5

1.21 × 10−5
0.00126
0.00182
0.133

4. Conclusions
In conclusion, N-rGO has been successfully synthesized from solid nitrogen precursors
(4-aminophenol, 4-nitroaniline and 4-nitro-o-phenylenediamine). The incorporation of N atom
into the GO lattice at various doping temperatures caused a significant effect on the physicochemical
properties such as surface morphology, surface chemistry, surface area, and porosity. Microscopic
studies showed a more wrinkled-like structure on N-rGO than for GO due to the presence of nitrogen
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atoms in the GO framework. By lowering the doping temperature, a higher nitrogen content was
incorporated into the GO lattice. The nitrogen content of N-rGO varied for different nitrogen precursors.
N-rGO exhibited lower thermal stability as the level of nitrogen-doping increased, due to more defects
and distortions experienced in the N-rGO structure. The enhancement of surface area and high degree
of disorder on N-rGO were attributed to the removal of oxygen-containing functional groups.
N-rGO-1N-600 ◦ C, N-rGO-2N-600 ◦ C and N-rGO-3N-600 ◦ C had a nitrogen content of 3.0, 3.7 and
8.5%, respectively. The nitrogen-rich precursor, 4-nitro-o-phenylenediamine, lead to higher doping
of N-rGO. N-rGO-3N-600 ◦ C was found to have the highest nitrogen content of 8.5% and a high
surface area of 154.02 m2 g−1 though it was less crystalline and manifested low thermal stability.
The peak fitting of N 1s in all N-rGO samples produced two major components of pyridinic-N and
pyrrolic-N with different nitrogen content. N-rGO showed good absorption and luminescence in the
near UV region. The photoluminescence peak intensity and band-gap values were highly dependent
on nitrogen content. A higher nitrogen content in N-rGO exhibited a smaller optical band-gap of
4.5 eV with lower photoluminescence peak intensity. N-rGO-3N-600 ◦ C exhibited higher electrical
conductivity of 0.133 S cm−1 .
Supplementary Materials: The following are available online at http://www.mdpi.com/1996-1944/12/20/3376/
s1, Figure S1: SEM images of (a) GO, (b) N-rGO-1N-600 ◦ C, (c) N-rGO-1N-700 ◦ C, (d) N-rGO-1N-800 ◦ C,
(e) N-rGO-2N-600 ◦ C, (f) N-rGO-2N-700 ◦ C, (g) N-rGO-2N-800 ◦ C, (h) N-rGO-3N-600 ◦ C, (i) N-rGO-3N-700 ◦ C
and (j) N-rGO-3N-800 ◦ C, Table S1: Atomic percentage (%) of N 1s and C 1s peak binding energy (eV).
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